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ABSTRACT 

Solid D-T fuel smoothly layered on the interior of 
spherical capsules is required for all inertial confinement 
fusion ignition target designs. One process for forming 
these layers, beta-layering, has been studied in surrogate 
geometries such as open cylinders or tori to allow accurate 
characterization of the DT surfaces. We present the first 
results from beta layering in 1 mm spherical containers, 
such as will be used in upcoming Omega experiments. 
These results are also directly relevant to ignition capsules 
for the National Ignition Facility. We find that layers can 
form with roughness as small as 1.2 microns rms, and that 
results are strongly dependent upon freezing rate as well as 
layer thickness. 

INTRODUCTION 

All high gain target designs for inertial confinement 
fusion (ICF) employ uniform layers of condensed DT to 
achieve efficient ignition of the fuel [ 11. Various routes to 
the formation of these layers within target shells have’ been 
investigated [2], and the most promising method relies on 
the radioactive self heating of condensed DT to redistribute 
the solid along the isotherms in the fuel container [3], [4], 
[5]. This process is referred to as “beta layering”. The 
resulting roughness of the ice surface has been character- 
ized optically and been found to be in the range of 1 - 1.5 
pm RMS for cylindrical layers approximately 100 pm thick 
and 2 mm in diameter. It is desirable to decrease this rough- 
ness to reduce the effects of mix during the implosion of an 
ICF capsule and increase the drive flexibility available to 
experimental designers [6]. 

When liquid DT freezes in an isothermal shell, it ini- 
tially forms a very rough layer on the bottom of the con- 
tainer. Because the ice heats itself with a volumetric rate of 
q,=5.06 x 10e2 W/cm3, the surface temperature increases 
with layer thickness. Thicker areas of the layer are warmer 
and consequently have higher vapor pressures. Thus, mate- 
rial sublimes away from thick regions and recondenses on 
thinner areas. If the container is isothermal, this leads to an 
ice surface that roughly conforms to the container surface. 
For pure DT, the rate at which the material migrates is 
R,=q, / s ps [5], where s is the heat of sublimation (1580 
J/mol), and ps (5.03 x 10e2 mol/cm3) is the density of the 
solid, so that l/R1,T = 27 minutes. 

We present our recent results from beta layering in 1 
mm spherical plastic containers. Our results indicate that 
layers can form with roughness as small as 1.2 microns 
rms. We also find that roughness is strongly dependent 
upon cooling rate and ice layer thickness. 

EXPERIMENTAL DETAILS 

Experiments are conducted on a mixture of approxi- 
mately 25% T2, 25% D2, and 50% DT which is referred to 
as D-T. The sample is introduced as a liquid in the normal 
rotational state. J=l to J=O conversion occurs continuously 
throughout the experiment but no measurements are made 
of rotational content. Our experimental setup, data collec- 
tion, and analysis is similar to that described in a recent 
paper 171. 

The main difference is the replacement of a cylind&al 
sapphire sample cell with a series of lmm diameter plastic 
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shells with 10 to 20 pm thick walls. The cell is filled with 
D-T liquid via a fill tube as pictured in Fig. I. This design 
allows study of layering in a system very similar to what is 
required for many ICF target designs. 

FIGURE 1. Layering occurs in a spherically 
symmetric geometry 

A D-T ice surface conforms to the isotherms shaped by 
the surrounding layering shroud. Since a smooth spherical 
shape is desired, the layering shroud is a 25.4 mm diameter 
hollow sphere made of OFHC copper shown in Fig. 1. This 
provides a constant temperature spherical boundary condi- 
tion. A few torr of ‘He gas inside the sphere causes conduc- 
tive cooling of the plastic shell. The cavity is cooled from 
the bottom to minimize convection inside the sphere. 

The plastic shell is placed at the center of the hollow 
sphere. A pair of 3 millimeter holes and a pair of 5 millime- 
ter holes are bored in the layering shroud on perpendicular 
axes to provide a view of the sample cell. They have negli- 
gible effect on the spherical isotherms. The shroud is placed 
inside of a vacuum sealed secondary container. 

Temperature is measured by use of calibrated germa- 
nium resistance thermometers(GRTs) placed on the top and 
bottom of the copper cavity. The mean value of the two 
GRTs is the reported temperature. Temperature stability is 
better than 2mK over a period of hours and temperature ES- 
olntion is I mK. Calibration has been checked by measnr- 
ing the triple point of om Dz sample to be 18.72 K as 
compared to 18.73 K reported for nD, [a]. 

EXPERIMENTAL RESULTS 

Fig. 2 shows the temperature and RMS surface rough- 
ness o evolution during the ccmrse of an experiment carried 
out on a 3 day old sample of DT. o is calculated from 
modes 2 through 128. In this experiment we cool slowly 
through the triple point at a constant rate of 0.5 mK/min 
until the set point temperature of 19.78K is reached. The 
temperature is then held constant for a period of time. The 
DT layer grows during the temperature ramp with a single 
growth front that begins new the top of the shell. The crys- 
tal growth front converges at the bottom of the shell to com- 
plete the layer. After formation, T = 19.78K. time is 295 
minutes, and o = 2.65 pm. The layer continues to smooth 
reaching a minimum o of I.15 wm at about 383 minutes. 
Afterwards the layer roughens. This roughening behavior is 
not well understood. 

FIGURE 2. We observe that the layer smooths to a 
minimum value and then roughens with longer 
times. 

Figure 3 shows the power spectral density for the layer 
at 400 minutes and at 1000 minutes. It is apparent that the 
layer at 400 minutes is smoother at all mode numbers 
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except perhaps at a singular point at mode 7. Most of the 
difference between the two layers occur in modes 2-4. 

10 r 

Surface roughness 2 pm rms 
at time 1000 minutes. 

0.0001 
1 10 

mode number 

FIGURE 3. Increase in roughness over time after 
minima is largely due to effects at modal numbers 
between 2 and 4 though the largest relative increase 
occurs above mode 20. 

The freezing rate has a strong effect on layer smooth- 
ness. CJ is plotted in Fig. 4 for a series of 210 l.trn layers 
formed at different freezing rates. For rates slower than 
3mIUmin a dramatically smoother layer is produced. At 
faster freezing rates, the DT nucleates several small crystals 
instead of growing with a single front. Layers with several 
distinctly observable crystals are significantly rougher than 
those formed from a single nucleation site. 

Data indicates that (3 increases with decreasing layer 
thickness. In Fig. 5 we have collected all of our layering 
data with cooling rates between 1 and 2 mK/min and layer 
thicknesses between 150 and 225 l.trn. The 4.2 pm point 
was for a layer formed at the upper end of the cooling rate. 
Fig. 6 contains the power spectral density for a 152 pm 
layer and a 220 pm layer. The thicker layer is substantially 
smoother at all mode numbers. This could be due to the 
observed relative ease that thick layers nucleate as com- 
pared to thin layers. A contributing factor is the increase in 
variation of temperature near the ice/gas interface with 
thicker layers, i.e. cjTbUmP = Q h 6h,, / k. ST is the varia- 
tion from the average temperature at the ice/gas interface. 
6h is the variation from the mean ice thickness. 

The second type of distinct experiment carried out was 
a slow continuous freeze through the triple point of DT to a 
point well below the triple point. In Fig. 7 the temperature 

vs. time evolution and CJ vs. time are plotted on the same 
graph. Here we again observe that the surface reaches a 
minimum roughness and then at later times becomes quite 
rough as the layer continues to cool. 
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FIGURE 4. Plot of best surface roughness achieved 
for a series of 210 pm layers created with different 
cooling rates through the triple point of D-T 
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FIGURE 5. Thinner ice layers have a larger CL 
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FIGURE 6. The power spectral density plots indicate 
that a large amount of excess power for the thinner 
layers are in the middle part of the modal spectrum. 

Layers at temperatures below TTp - 0.5K are typically 
rougher than layers produced just below TTp Currently, 
NIF ignition target designs contain 80 pm thick D-T layers 
at 18K inside a 2 mm OD capsule. Our best DT layers are 
produced just below TTP at about 19.7K. The gas density 
inside of the capsule is pgas = 0.7mg/cc instead of the 
specified pgas = 0.3 mg/cc, and thus would change the 
convergence of the ignition capsule design. 

THEORY 

The equilibrium ice layer minimizes the total free 
energy at constant volume. The thermal gradient resulting 
from the tritium decay heating favors uniform layers, how- 
ever, the anisotropic surface energy favors facets. The 
curved shell geometry prevents the layer from having a sin- 
gle low energy facet exposed along the entire surface, and 
any recrystallization to reorient the surface is limited by 
grain boundary energy. We can model each of these ener- 
gies to understand the layer roughness. 

The total free energy per unit length is expressed as: 

ET = JCpTdA + iyisLi + CYghiti 9 (1) 
A i i 

where C is the specific heat, p is the ice density, ‘ys is the 
orientation dependent surface energy, L is the length of the 
crystal facet, Y@, is the grain boundary energy, t iS the grain 
boundary length, and A is the bulk ice area perpendicular to 
the cylindrical axis. 
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FIGURE 7. With a continuous freeze we also observe 
that the layer reaches a minimum (T early and then 
degrades. 

The c - facet for solid deuterium was determined to 
have y= 6 x 10e3 J/m2 [9]. The best estimate for Y,&, = 0.6 x 
10m3 J/m2, 10 percent of the surface energy [lo]. Using a 
one dimensional heat flow model for a layer with cylindri- 
cal geometry and n regular low energy facets, we find n = 
53 minimizes the free energy for a 210 pm layer. The corre- 
sponding rms surface roughness is 0.15 microns. The model 
predicts the rms surface roughness decreases with increas- 
ing layer thickness out to 300 microns for a 1 mm shell, 
consistent with the data in Fig. 5.a The magnitude of the 
predicted roughness is a factor of 10 smaller than the data 
and is due to the highly idealized nature of the model. A 
more detailed model should include multiple crystal orien- 
tations and grain boundary energies. 

aIt should be noted that DT experiences a 12% shrinkage 
when cooling through the triple point. Thus a lmm capsule 
full of liquid at just above the triple point would have a uni- 
form solid layer 253 pm thick just below the triple point 
temperature. 
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FIGURE 8. Simplified crystal geometry in a DT ice 
layer. L is length of a single crystal facet. t is crystal 
thickness. 

CONCLUSIONS 

We have presented the first results from beta layering 
in 1 mm plastic shells with fill tubes. Our best beta layers 
have a roughness as small as 1.2 microns rms for a 2 10 pm 
thick ice layer. Layer smoothness depends upon cooling 
rate as well as layer thickness. Our best D-T ice layers are 
formed when freezing through the triple point is slower 
than 3 mWmin. for 210 pm layers. Data and simple calcu- 
lations indicate that thinner layers are rougher layers. 
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